
Wear resistance test according to EN 14354 Annex D (see below for description). 

Sample M121/15 Sample M121/15 Sample M121/15 Sample M121/15

Grey stone decor Grey stone decor Grey stone decor Grey stone decor

Ceramic tile - Gloss finish Ceramic tile - Gloss finish Ceramic tile - Gloss finish Ceramic tile - Gloss finish

25 Revolutions 50 Revolutions 100 Revolutions 150 Revolutions

Sample M123/15 Sample M123/15 Sample M123/15 Sample M123/15

Freestone Freestone Freestone Freestone

ELESGO Supergloss Floor ELESGO Supergloss Floor ELESGO Supergloss Floor ELESGO Supergloss Floor

25 Revolutions 50 Revolutions 100 Revolutions 150 Revolutions
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